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L.B. GAMES INC.
1429 AVE D #376, SNOHOMISH,
WA 98290, USA

The results of this report are extracted from the test report number SZTYR100746551LP where the
sample(s) / material(s) of sample is(are) claimed to be identical.

The following samples were submitted and identified by/on behalf of the client as: FIND IT GAME —
SKU#04458 KIDS / SKU#01252/04457 SPORTS / SKU#01251/210794/04470 ORIGINAL / SKU#01253
/04456 GLITZ & GLAMOUR

Country of Origin : MADE IN CHINA

Country of Destination : U.S.A/EUROPE

Sample Receiving Date :JUL 08, 2010

Testing Period :JUL 08, 2010 TO JUL 09, 2010

Test Requested Result
As specified by client, to test Cadmium content in the selected materials (See Remark) PASS

of the submitted samples with reference to entry 23 of Regulation (EC) No 552/2009
amending Annex XVIl of REACH Regulation (EC) No 1907/2006 (previously restricted
under Directive 91/338/EEC).

Remark: It is requested by applicant, only the selected material(s) in the submitted sample was (were) tested,
the detail of tested material(s) is (are) listed in specimen description in the result page(s).

*rr* For Further Details, Please Refer to the Following Page(s) ********

Signed for and on behalf of
SGS-CSTC Lid.

Qu Ping, Kiky
Section Head
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Results:

With reference to EN1122: 2001 method B / EPA 3052: 1996.

Analysis was performed by Atomic Absorption Spectrometer.
Specimen Description Cd Result Limit
1. Transparent plastics (Body) N.D. 0.01%
2. Pink plastics (Cover) N.D. 0.01%
3. Red plastics (Cover) N.D. 0.01%
4. Black plastics (Cover) N.D. 0.01%
5. Dk. green plastics (Cover) N.D. 0.01%
6. Transparent plastic label w/ inaccessible multi-color printing N.D. 0.01%
7. Multi-color printed & plastic laminated paper label N.D. 0.01%
8. White surfaced grey paper card N.D. 0.01%
9.  Multi-color printed white paper sheet N.D. 0.01%
10. Transparent hot melt glue N.D. 0.01%

Note: - N.D.=Not Detected (< 0.0005%)
- % = percentage by weight

Sample Photo:

Attention! Only selected material(s) was (were) tested, Detail(s)
is (are) listed in the specimen description in result page(s).

SGS authenticate the photo on original report only
*** End of Report ***



